GSM Aluminium Ltd

_yn - Unit 3B
@ALUM!NIUM LTD Initial Sample Inspection Report Sapper Jordan Ross; Park
Otley Road
Baildon
BD17 7AX
Customer: Section No:
Inspected By: M. Young Customer Part Ref:
Customer Project: Date: 27.02.23
Profile Drawing: .
Unspec. thickness : 1.20
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| Alloy: 6063-T6
Dimensional (mm) Measured (mm)
— - — Remarks
Check Pts Specified Tol 1 2 3 Mean Variance | Decision
A 23.10 +0.30 22.95 22.97 22.97 22.96 -0.14 PASS
B 29.30 +0.50 29.33 29.33 29.34 29.33 0.03 PASS
C 1.60 +0.25 1.49 1.52 1.49 1.50 -0.10 PASS
D 13.00 +0.30 13.23 13.21 13.24 13.23 0.23 PASS
E 12.00 +0.30 11.89 11.90 11.89 11.89 -0.11 PASS
F 21.90 +0.30 21.88 21.89 21.89 21.89 -0.01 PASS
G 7.90 +0.25 7.97 7.95 7.98 7.97 0.07 PASS
H 4.50 +0.25 4.58 4.57 4.57 4.57 0.07 PASS
| 18.30 +0.30 18.41 18.42 18.41 18.41 0.11 PASS
J 4.50 +0.25 4.56 4.60 4.60 4.59 0.09 PASS
K 1.20 +0.15 1.10 1.09 1.15 1.11 -0.09 PASS
These samples are considered:
|:|100% Recheck :lNon conf release Pass
Approved by: G Misbert Date: 27.02.23
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